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% f& B fI (Client) |PHOMI HOLDING CO., LTD.
H#h 4k (ADD.) / PEMSIS(NO.)  [T4AC-2025-01928
B R % #F(Name) [ECONICLAY COVERING R (State) Normal
(Sample)
_ AR5
Fi##(Brand) [PHOMI (Type/Model) /
A B
(Manufacturer PHOMI MCM CO., LTD.
& B £ 8
.2 . 1
(Date of delivery) s (Quantity) s
LTREARK
(Name of engineering)
M H Frost resi % Pi lab
Kol (Item) rost resistance (Place) inggu la
(Test) X 2% Freeze-thaw testing machine, Electric thermostatic H Jul. 24, 2025~
(Instruments)|drying oven, Working glass-stem thermometer (Date) |0ct. 28, 2025
1 - est method for femperature change resistance of archilectura
B WK JG/T 25-2017 T hod f h f arch !
(Test based on) coatings
7 K B e
(Criteria based on) )
B 9l 25 % (Conclusion) % 4 A
Through testing, the test results of item for the sample are detailed on page 2 of the report. e
(Following blank ) .;-f—_‘:-‘
#% V¥ |Wheh there are differences in understanding between the Chinese and the English report, the
(Remarks) [Chinese report shall prevail.
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(No.) (Test item) (Test method) (Technical index) (Test result) (Evaluation)
p The surface of the sample
Frost resistance shows no cracks, chalking,
1 , JG/T 25-2017 / b /
(100 cycles, -40°C ) delamination, or other

damage phenomena

(Following blank)

#E As required by the entrusting party, the number of freeze-thaw cycles for frost resistance is 100, and the

Remarks | freezing temperature is -40°C.




